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[57] ABSTRACT

A filler for a mica-frec joint compound, comprising
by-product gypsum having a mecan particle size be-
tween about 11 and about 12 microns, a percentage
by weight of particles smaller than 1 micron of be-
tween about 5 and about 6.5, and a packed dry bulk
volume no greater than about 93 cc. per 100 grams.
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